
GRAPH. CORES TRANSVERSAL
TYPICAL TEST SCHEDULE

APP. DENSITY GRAPH.

ISO 12985-1

16.05.2017/JW

GRAPH. SHRINKAGE

M132-2
GRAPHITIZATION LOSS

M131-2
SPECIFIC EL. RESISTANCE

ISO 11713

POS. 1-7

7 CORES Ø50X60

COMPRESSIVE STRENGTH

ISO 18515

STATIC EL. MODULUS

ISO 18515

POS. 1, 4, 7 POS. 2, 3, 5, 6

50
±0

.5

50
±0

.5

Ø16±0.1

THERMAL EXP. DIL.

M014

T

0...600°C

P


