
GREEN COKE
TYPICAL TEST SCHEDULE

ASH CONTENT
ISO 8005

ELEMENTS XRF
ISO 12980

75 g

<63m

<

HARDGROVE GRIND. INDEX
ISO 5074

VOLATILE MATTER
ISO 9406

< 1.18 mm

WATER CONTENT COKE
ISO 11412

REPRESENTATIVE
SAMPLE 5 Kg

110°C 12h

STORAGE

2 x 1.2 kg

SIEVING ANALYSIS
ISO 12984

< 4mm
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STORAGE

1.2 kg 1.2 kg

15.05.2017/JW

20 g

300 g

150 g


