
CALCINED COKE
ROUTINE QUALITY CONTROL

WATER CONTENT COKE
ISO 11412

SPEC. EL. RESISTANCE
ISO 10143

GRAIN STABILITY
ISO 10142

AIR REACTIVITY COKE
ISO 12982-1

CO  REACTIVITY COKE
ISO 12981-1

SIEVING ANALYSIS
ISO 12984

TAPPED BULK DENSITY
ISO 10236

OIL CONTENT
ISO 6997

REAL DENSITY XYLENE
ISO 8004

CRYSTALLITE SIZE
ISO 20203

ASH CONTENT
ISO 8005

ELEMENTS XRF
ISO-12980

REPRESENTATIVE
SAMPLE 5 kg

110°C 12h

< 63m + 
Stearic Acid

< 63m

< 4mm

<1.4mm

Lc

AIR CO2

L mV

16
8
4
2
1

0.5
0.25
PAN

12.05.2017/JW

STORAGE

2 x 1.2 kg

600 g

1/2

1/2
2 x 100 g

5 x 100 g

2 x 80 g

2 x 80 g

20 g

15 g

PULVERIZING FACTOR
M168

2


