
PITCH
ROUTINE QUALITY CONTROL

WATER CONTENT PITCH
ISO 5939

2 x 100 g

REPRESENTATIVE

SAMPLE 1 KG

FRACTIONATED DISTILLATION

ASTM D2569

VISCOSITY
ASTM D5018

SOFTENING POINT METTLER
ISO 5940-2

REAL DENSITY HELIUM
ISO 21687

COKING VALUE
ISO 6998

ASH CONTENT PITCH
ISO 8006

QUINOLINE INSOLUBLE
ISO 6791

TOLUENE INSOLUBLE
ISO 6376

50°C 2h

<4mm

11.05.2017/JW

Only if water content 
is > 0.5%!

ELEMENTS XRF
ISO 12980

2 x 100 g

2 x 9 g

9 g

400 g 2 x 1 g

30 g

200 g

4 x 1 g

2 x 4 g

2 x 2 g

2 x 1 g
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